
Compressibility  ASTM F 36 A % 12

Recovery ASTM F 36 A % 45

Heat loss DIN 52911 % 32

Stress relaxation BS 7531 40Mpa / 300ºC Mpa 23

KLINGER hot compression 50 Mpa
Thickness decrease at 23°C % 13

Thickness decrease at 300ºC % 20

Sealability DIN 3535/4 ml / min. 1,0

(ASTM F 146)
Thickness increase after fluid

OilASTM Nº 3: 5h a 150ºC % 4

Fuel B: 5h a 23°C % 7

Weight increase after fluid
(ASTM F 146)

OilASTM Nº 3: 5h a 150ºC % 15

Fuel B: 5h a 23°C % 15

Density g/cm3 1,60


